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1.0 PURPOSE 

 

This John C. Stennis Space Center (SSC) standard (SSTD) specifies the procedure for Gas 

Tungsten Arc Welding (GTAW) of ASME P-No. 31 copper tube, pipe, fittings, plate, bar, rod, 

shapes, and forgings (UNS Numbers C10200, C10400, C10500, C10700, C11000, C12000, 

C12200, C14200, and C19200) at SSC. 

 

2.0 APPLICABILITY  

 

This SSTD applies to contractor and subcontractor personnel involved in the GTAW welding of 

ASME P-No. 31 copper tube, pipe, fittings, plate, bar, rod, shapes, and forgings (UNS Numbers 

C10200, C10400, C10500, C10700, C11000, C12000, C12200, C14200, and C19200). 

 

3.0 REFERENCED DOCUMENTS 

 

Referenced documents shall be the latest edition unless otherwise specified. 

 

ASME Boiler and Pressure Vessel Code, Section II, Materials, Part B, Nonferrous Material 

Specifications  

ASME Boiler and Pressure Vessel Code:  Section IX, Welding, Brazing and Fusing 

Qualifications 

ANSI/AWS A5.7M, Specification for Copper and Copper-Alloy Bare Welding Rods and 

Electrodes 

ASTM B5, Standard Specification for High Conductivity Tough-Pitch Copper Refinery Shapes 

ASTM B42, Standard Specification for Seamless Copper Pipe, Standard Sizes 

ASTM B68, Standard Specification for Seamless Copper Tube, Bright Annealed 

ASTM B75, Standard Specification for Seamless Copper Tube 

ASTM B88, Standard Specification for Seamless Copper Water Tube 

ASTM B111, Standard Specification for Copper and Copper-Alloy Seamless Condenser Tubes 

and Ferrule Stock 

ASTM B124, Standard Specification for Copper and Copper Alloy Forging Rod, Bar, and 

Shapes 

ASTM B187, Standard Specification for Copper, Bus Bar, Rod, and Shapes and General 

Purpose Rod, Bar, and Shapes 

ASTM B188, Standard Specification for Seamless Copper Bus Pipe and Tube 

ASTM B280, Standard Specification for Seamless Copper Tube for Air Conditioning and 

Refrigeration Field Service 

ASTM B283, Standard Specification for Copper and Copper-Alloy Die Forgings (Hot-Pressed) 

ASTM B302, Standard Specification for Threadless Copper Pipe, Standard Sizes 

ASTM B306, Standard Specification for Copper Drainage Tube (DWV) 

ASTM B359, Standard Specification for Copper and Copper-Alloy Seamless Condenser and 

Heat Exchanger Tubes With Integral Fins 
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ASTM B372, Standard Specification for Seamless Copper and Copper-Alloy Rectangular 

Waveguide Tube 

ASTM B395, Standard Specification for U-Bend Seamless Copper and Copper Alloy Heat 

Exchanger and Condenser Tubes 

ASTM B447, Standard Specification for Welded Copper Tube 

ASTM B465, Standard Specification for Copper-Iron Alloy Plate, Sheet, Strip, and Rolled Bar 

ASTM B543, Standard Specification for Welded Copper and Copper-Alloy Heat Exchanger 

Tube 

ASTM B640, Standard Specification for Welded Copper Tube for Air Conditioning and 

Refrigeration Service 
ASTM B698, Standard Classification for Seamless Copper and Copper Alloy Plumbing Pipe 

and Tube 

ASTM B743, Standard Specification for Seamless Copper Tube in Coils 

ASTM B819, Standard Specification for Seamless Copper Tube for Medical Gas Systems 

ASTM B837, Standard Specification for Seamless Copper Tube for Natural Gas and Liquified 

Petroleum (LP) Gas Fuel Distribution Systems 

ASTM B903, Standard Specification for Seamless Copper Heat Exchanger Tubes With Internal 

Enhancement 

ASTM B919, Standard Specification for Welded Copper Heat Exchanger Tubes With Internal 

Enhancement 

ASTM B956, Standard Specification for Welded Copper and Copper-Alloy Condenser and Heat 

Exchanger Tubes with Integral Fins 

ANSI/AWS A5.12, Specification for Tungsten and Oxide Dispersed Tungsten Electrodes for Arc 

Welding and Cutting 

MIL -T-24107, Tube, Copper (Seamless) (Copper Alloy Numbers C10100, C10200, C10300, 

C10800, C12000, C12200, and C14200) 

SAE AMS 4500, Copper, Sheet, Strip, and Plate Soft Annealed - UNS C11000 

SAE AMS 4501, Copper Sheet, Strip, and Plate Oxygen-Free, Light Cold Rolled ï UNS 10200 

SAE AMS 4602, Copper Bars, Rods, and Shapes Oxygen-Free, Hard Temper (HO4) - UNS 

C10200 

SCWI-8715-0002, John C. Stennis Space Center Personal Protective Equipment 

SPR 8715.1, John C. Stennis Space Center Safety and Health Program Requirements 

SPR 1440.1, John C. Stennis Space Center Records Management Program Requirements 

SSTD-8070-0013-WELD, Classes of Welding Inspection 

SSTD-8070-0014-WELD, Qualifying Welders and Welding Procedures 

 

4.0 RESPONSIBILITIES  

 

a. It is the responsibility of SSC personnel performing the procedure specified herein to 

follow the requirements set by this SSTD.  
 

b. Responsibilities for the qualification of the welder and the performance of the welding 

procedure are defined in Section 5.0. 
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5.0 PROCEDURES 

 

5.1 GENERAL  

 

a. All procedures shall be performed in compliance with applicable requirements in SPR 

8715.1 and SCWI-8715-0002.  If ever there is a conflict between this standard and the 

Stennis Procedural Requirements (SPR), the SPR shall take precedence. 

 

b. Items denoted as essential variables in the attached weld procedure specifications (WPS) 

shall not be altered when using the WPS. An alternate WPS may be used only if 

approved prior to use by the NASA SSC Center Operations Directorate Project 

Management Division (PMD), the NASA SSC Engineering and Test Directorate 

(E&TD), the NASA SSC Safety and Mission Assurance (S&MA) Office, and in 

accordance with ASME Boiler and Pressure Vessel Codes, Section IX, requirements. 

 

c. Welders shall be qualified in accordance with SSTD-8070-0014-WELD and ASME 

Section IX. 

 

d. Inspection methods for the welds shall be in accordance with SSTD-8070-0013-WELD. 

 

5.2 BASE MATERIAL  

 

The base material shall be copper tube, pipe, fittings, plate, bar, rod, shapes, or forgings with 

UNS Numbers C10200, C10400, C10500, C10700, C11000, C12000, C12200, C14200, or 

C19200 (designated as a P No. 31 material in ASME Boiler and Pressure Vessel Code, Section 

IX) conforming to any of the applicable material specifications in Section 3.0. 

 

5.3 FILLER MATERIAL  

 

The filler metal shall conform to ANSI/AWS A5.7M-2007. 

 

5.4 SHIELDING GAS  

 

The shielding gas shall be Ó 99.9% argon gas (welding). 

 

5.5 POSITION 

 

This procedure allows for welding in any position provided that each individual welder is 

qualified in accordance with ASME Boiler and Pressure Vessel Code, Section IX, for the weld 

position he or she is using to produce welds under this procedure. 
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5.6 ELECTRODE  

 

The electrode shall be 2% thoriated tungsten as per ANSI/AWS A5.12. 

 

5.7 PREPARATION OF BASE MATERIAL  

 

a. The area of the base metal to be welded shall be cleaned of any grease and dirt using a 

detergent.  

 

b. Rinse off the detergent with water.  

 

c. Remove oxides by either pickling the areas to be welded using an acid solution or 

abrasion clean with Scotch Brite pads or equivalent until a bright metal surface is 

obtained.   

 

d. If acid is used, do a final rinse with water and dry.   

 

e. Prior to welding, the surface area is to have a final cleaning with an emery cloth. 

 

5.8 JOINT DESIGN  

 

Joint design shall be as specified within the attached Welding Procedure Specification, Page 3  

of 3.  

 

5.9 HEAT TREATMENT  

 

No heat treatment is required. 

 

5.10 PREHEAT 

 

a. Preheat shall be 350̄ F minimum. 

 

b. Interpass shall be 550̄ F maximum. 

 

5.11 FINAL WELD TREATMENT  

 

The complete area shall be smooth and free from undercutting in excess of 1/32ò (inch), 

provided the minimum wall thickness is maintained. 

 

5.12 INSPECTION 

 

Dye-penetrant inspect final layers of all welds in accordance with approved procedures. 
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5.13 POST HEAT 

 

No post heat is required. 

 

6.0 RECORDS AND FORMS 

 

a. Records required by the procedures of this SSTD shall be maintained in accordance with 

SPR 1440.1 and as specified in this SSTD.  

 

b. All records and forms are the latest version unless otherwise indicated.  

 

c. Forms may be obtained from the SSC Electronic Forms repository or from the NASA SSC 

Forms Management Officer.  Quality Records are identified in the SSC Master Records 

Index. 

 

d. The original, signed WPS and PQR (copies of which are provided in the attachments of this 

SSTD) and the accompanying Certificate(s) of Analysis validation test documents shall be 

maintained in Central Engineering Files (CEF). 

 

7.0 ACRONYMS  

 

ANSI  American National Standards Institute 

ASME  American Society of Mechanical Engineers 

ASTM   American Society for Testing and Materials 

AWS  American Welding Society 

CEF  Central Engineering Files 

 ̄  Degrees 

F  Fahrenheit 

GTAW   Gas Tungsten Arc Welding 

NASA  National Aeronautics and Space Administration 

PQR  Procedure Qualification Record 

SCWI  John C. Stennis Space Center Work Instruction 

SPR  Stennis Procedural Requirements 

SSC  John C. Stennis Space Center 

SSTD  John C. Stennis Space Center Technical Standard 

WPS  Welding Procedure Specification 
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QW-482 WELDING PROCEDURE SPECIFICATION (WPS)  
 

 

Continued on next page. 
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Continued on next page. 
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